STL

Geotechnical Testing Analysis Report

environmental

Unit 3 & 4,
Heol Aur,
Dafen Ind Estate,
Dafen
Llanelli,
Carmarthenshire,
SA14 8QN

Auger House,
Cross Lane,
Wallasey,
Wirral,
CH45 8RH

Summary Of Claim Details

Policy Holder _
Risk Address 25 Frognal London NW3 6AR
Sl Date 19/12/2018 + 17/01/2018
Issue Date 20/12/2018 + 18/01/2018

Report Date

03/01/2018 +24/01/2018

Auger Reference

75715.1.2.RSS + 75715.1.6.RSS

Insurance Company

Legal & General Insurance

LA Claim Reference

LA Co. Reference

Cunningham, Lindsey

This certificate is issued in accordance with the accreditation requirements of the United Kingdom Accreditation Service. The results reported herein relate only to
the material supplied to the laboratory. This certificate shall not be reproduced except in full, without the prior written approval of the laboratory.

Checked

24/01/2018 Wayne Honey

Approved

24/01/2018 Ben Sharp

TESTING




LIQUID LIMIT, PLASTIC LIMIT AND PLASTICITY INDEX environmental
claims mgmt
(BS 1377 : Part 2 : 1990 Method 5) CIUgeI'
DESCRIPTIONS
GSTL Contract Number 37665
Risk Address 25 Frognal London NW3 6AR
Auger Reference 75715.1.2.RSS + 75715.1.6.RSS
TH
S_?mple Depth (m) Sample Description
Trial Hole ype
TH1 D 1.80 Brown fine to medium gravelly clayey SILT
TH2 D 1.00 Brown fine gravelly silty CLAY
TH2 D 1.50 Brown fine gravelly silty CLAY
TH2 D 2.00 Brown fine gravelly silty CLAY
TH2 D 2.50 Brown clayey SILT
Test Operator Checked 24/01/2018 Wayne Honey
Jordan Simmonite Approved 24/01/2018 Ben Sharp K
TESTING




envionmental
LIQUID LIMIT, PLASTIC LIMIT AND PLASTICITY INDEX GU er claims mgmt
( BS 1377 : Part 2 : 1990 Method 5) g siboines ¥
drainage
GSTL Contract Number 37665
Risk Address 25 Frognal London NW3 6AR
Auger Reference 75715.1.2.RSS + 75715.1.6.RSS
Remarks NP - (Non-Plastic), # - (Liquid Limit and Plastic Limit Wet Sieved)
i Liquid Plastic | Plasticity .
TH
Sample |  Depth (m) CM°'tSt”{f/ Limit Limit index 42255'"%/ NHBC Chapter 4.2 Remarks
Trial Hole Type ontent 7o % % % S
TH1 D 1.80 31 47 33 14 62 LOW VCP MI Intermediate Plasticity
TH2 D 1.00 31 73 30 43 96 HIGH VCP CV Very High Plasticity
TH2 D 1.50 32 79 31 48 93 HIGH VCP CV Very High Plasticity
TH2 D 2.00 32
TH2 D 2.50 33 51 32 19 100 LOW VCP MH High Plasticity
Moisture Content % PLASTICITY CHART FOR CASAGRANDE CLASSIFICATION
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M?dified Plasticity Index (Pl) <10
Modified Pl = 10 to <20

Modified Pl = 20 to <40

Modified PI = 40 or greater

: Non Classified

: Low volume change potential (LOW VCP)

: Medium volume change potential (Med VCP)
: High volume change potential (HIGH VCP)

The Atterberg Limits May also be used to classify
the volume change potential of fine soils using the
National House building system, as given in the
NHBC's Standards Chapter 4.2 (2003) "Building

Near Trees"

Test Operator

Checked 24/01/2018

Wayne Honey

Jordan Simmonite

Approved 24/01/2018

Ben Sharp




